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BULLETIN NO: ~~te .. PRODUCT BULLETIN K-SPRAY J-5503 . . DRYWALL ACCESSORY CEILING TEXTURE DATE: 11/24/75 
PRODUCTS (NON-ASBESTOS) PAGE: 1 or 2 

·() APPROVALS: ./) ?~ r PROWCING Pl.ANT: . CANCElS: J-5503 

w?K .:rw f'~ d~ SEATTLE . DATE: 4-26-74 

I' BULLETIN DESCRIPl'ION :c POUNDS GALLONS 
. 

1.1.2 Talc 27.57 550 

165 F.aw Gvreum 35.08 700 

1.1.6 Titanium Pi~ent . 2 51 50 ·-
05_6_ WvC\J<el ClaY 2.51 50 

. 
101 Paoer !JUst 200 40 

187 Clav Hvdrite MP 15 OJ 100 

l.l.l Clav Sno Cal 50 10 02 200 

l?L ilene aiue 0.50 10 

00.4 Casein 1.00 20 

c) 102 Di ~~onium Phosphate 0.20 . 4 

026 0.25 ~onium Penta Borate 5 

506 Zinc Oxide 0.05 1 .. 
216 Hvdrated Lime 0.05 1 

• 
245 Cellosize C'P-4400-l! 0.50 10 

074 Burnt Umber 0.01 2 OWlCes 

--····· t.5'3 Preservative Dow 75 0 20 I. 

324 styr__e_ne A!!gr.agate 2- ?1 50 

282 Odor Mask 0 01 12 "unces 

TOTAL 100 00 1995.2' 

1!-Al.-'!J~ACTU!liiKI II:l~RUCilQll~: 

' 
l. See Process Bulletin No. J-4. 
2. Dry blend for a minimum of 20 minutes. 
3; Package 32 lbs. minimum per bag. 

l Ql.!ALIIX QQ~IIF.QI,: 

TM-lB Viscosity, cc per 100 ern to give 5-5-l" dia. patty 185 to 210 cc 
TM-3A Rond Equal to Std. 
TM-33 Denslty, lbs. per cu. rt. 20 mnximum 
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